

  
    

  
    
                            $
            Currency 
    	€ Euro
	£ Pound Sterling
	$ US Dollar


  

  
  




    
      	 All Standards
	 Contact Us
	 My Account 
          	Register
	Login
	Wish List (0)
	Order History
	My Downloads


        


    

  



  
    
      
        
                    [image: PDF Online Sales]
                  

      

      
  
  
    
  

      

      
   0 item(s) - $0.00
  	
      Your shopping cart is empty!

    






    

  



  	
	ASTM
	ASTM A1003/A1003M-11


                        
        
                    	[image: ASTM A1003/A1003M-11]


		  Provide PDF Format
						Learn More 
		  


          		  

		   
          ASTM A1003/A1003M-11

          	Standard Specification for Steel Sheet, Carbon, Metallic- and Nonmetallic-Coated for Cold-Formed Framing Members
	standard by ASTM International, 05/01/2011      
	Publisher: ASTM


                    
            			$26.00$52.80
                                  

                    
            
              
              
              

              Add to Cart
            

          

        

		
          	Description


          
            1.1 This specification covers coated steel sheet used in the manufacture of cold-formed framing members, such as, but not limited to, studs, joists, purlins, girts, and track.
 1.2 The steel sheet used for cold-formed framing members includes metallic-coated, painted metallic-coated, or painted nonmetallic-coated.
 1.3 The values stated in either inch-pound or SI units shall be regarded separately as standard. Within the text, SI units are shown in brackets. The values stated in each system are not exact equivalents; therefore, each system shall be used independently of the other.
 1.4 Unless the order specifies the "M" designation [SI units], the product shall be furnished to inch-pound units.
 1.5 The text of this specification references notes and footnotes, which provide explanatory material. These notes and footnotes, excluding those in tables and figures, shall not be considered as requirements of this specification.
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