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          	Description


          
            1.1 This specification  covers three grades of carbon-manganese-silicon steel, designated Grades A, B, and C. Grade C may be produced with a boron addition. The plates are quenched and tempered  and are intended for welded-layered pressure vessels.
 1.2 The maximum thickness of plates supplied under this specification is limited only by the capability of the chemical composition  to meet the specified mechanical requirements. However, current practice normally  limits the maximum thickness to 7/8in.  [22 mm] for Grades A and B, and to 2 in. [50 mm] for Grade C. 
 1.3 The values stated in either inch-pound units or SI units are to be regarded separately as standard. Within the text, the SI  units are shown in brackets. The values stated in each system are not exact  equivalents; therefore, each system must be used independently of the other.  Combining values from the two systems may result in nonconformance with the  specification. 
Product Details
        	Published:
	 10/01/2009
	Number of Pages:
	3
	File Size:
	 						1      			file      			, 62 KB					
	Redline File Size:
								2							files							, 120 KB						

      

                                  

        

		
			
            
               

            
            
          

		

      

            Related Products

      
                                                
          
            [image: ASTM F1855-00(2011)]

            
              ASTM F1855-00(2011)

              Standard Specification for Polyoxymethylene (Acetal) for Medical Applications..

                            
                                $20.00 $39.00
                              

                          

            
              Add to Cart 
              
            

          

        

                                                        
          
            [image: ASTM E253-07]

            
              ASTM E253-07

              Standard Terminology Relating to Sensory Evaluation of Materials and Products..

                            
                                $26.00 $52.80
                              

                          

            
              Add to Cart 
              
            

          

        

                                                        
          
            [image: ASTM F1940-07a(2014)]

            
              ASTM F1940-07a(2014)

              Standard Test Method for  Process Control Verification to Prevent Hydrogen Embrittlement   in Plated..

                            
                                $22.00 $44.00
                              

                          

            
              Add to Cart 
              
            

          

        

                                                        
          
            [image: ASTM F358-83(2002)]

            
              ASTM F358-83(2002)

              Standard Test Method for Wavelength of Peak Photoluminescence and the Corresponding Composition of G..

                            
                                $23.00 $46.80
                              

                          

            
              Add to Cart 
              
            

          

        

                

                              

                  

    








  
    
            
        Information

        	Private Policy
	Download & Delivery
	About us
	Terms & Conditions


      

            
        Customer Service

        	Contact Us
	Site Map


      

      
        Extras

        	Publishers
	Specials


      

      
        My Account

        	My Account
	Order History
	Wish List
	My Downloads


      

    

    

    CopyRight © 2024 PDF Online Sales

  




