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          	Description


          
            1.1 This specification covers gypsum mill-mixed plaster, gypsum neat plaster, gypsum wood-fibered plaster, and gypsum gauging plaster.
 Note 1: Specification C842 contains application procedures for interior gypsum plaster.
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