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            1.1 These methods provide for colorimetric analysis of CDDC treated wood. 1.2 The methods are applicable to the determination of CDDC in treated wood. 1.4 This method is an alternate method for the determination of preservative copper dimethyldithio-carbamate.Product Details
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