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          	Description


          
            Electrogas Welding (EGW) is a specialized welding process having similarities to the                                          gas metal arc welding (GMAW) or the flux cored arc welding (FCAW) processes for                                          vertical position welding. The electrode deposits filler metal in the cavity formed by                                          backing plates or shoes that bridge the groove between the plates being welded. The                                          electrode may be solid, metal cored, or flux cored, and additional shielding may or may                                          not be obtained from an externally supplied gas or gas mixture. The weld is usually                                          completed in a single pass.

                                          Fundamentals of the process, including the various method of welding, are presented.                                          A discussion of equipment, consumable, applications, and metallurgical advantages                                          and limitations is provided. The selection of process variables and operating                                          conditions and typical EGW procedures is then presented. Inspection of welds, and                                          training and qualification of welding procedures and operators are described. Finally, a                                          troubleshooting guide, safety considerations, and a supplementary reading list are                                          presented.Product Details
        	Published:
	 05/05/2000
	ANSI:
	 ANSI Approved
	Number of Pages:
	68
	File Size:
	 						1      			file      			, 19 MB					

      

                                  

        

		
			
            
               

            
            
          

		

      

            Related Products

      
                                                
          
            [image: AWS A4.5M/A4.5:2012]

            
              AWS A4.5M/A4.5:2012

              Standard Methods for Classification Testing of Positional Capacity and Root Penetration of Welding C..

                            
                                $33.00 $66.00
                              

                          

            
              Add to Cart 
              
            

          

        

                                                        
          
            [image: AWS WHC1.04]

            
              AWS WHC1.04

              Secure PDF Files..

                            
                                $33.00 $65.00
                              

                          

            
              Add to Cart 
              
            

          

        

                                                        
          
            [image: AWS B2.1-1-202-96 (R2007)]

            
              AWS B2.1-1-202-96 (R2007)

              Standard WPS for Shielded Metal Arc Welding of Carbon Steel (M-1/P-1/S-1, Group 1 or 2), 1/8 through..

                            
                                $140.00 $279.00
                              

                          

            
              Add to Cart 
              
            

          

        

                                                        
          
            [image: AWS B2.1-4-219:1999 (R2009)]

            
              AWS B2.1-4-219:1999 (R2009)

              Standard Welding Procedure Specification (WPS) for Gas Tungsten Arc Welding followed by Shielded Met..

                            
                                $140.00 $279.00
                              

                          

            
              Add to Cart 
              
            

          

        

                

                              

                  

    








  
    
            
        Information

        	Private Policy
	Download & Delivery
	About us
	Terms & Conditions


      

            
        Customer Service

        	Contact Us
	Site Map


      

      
        Extras

        	Publishers
	Specials


      

      
        My Account

        	My Account
	Order History
	Wish List
	My Downloads


      

    

    

    CopyRight © 2024 PDF Online Sales

  




