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Full Description

      


					
         1.1 This
 test method covers the determination of shear properties of sandwich 
construction core materials associated with shear distortion of planes 
parallel to the facings. It covers the determination of shear strength 
parallel to the plane of the sandwich, and the shear modulus associated 
with strains in a plane normal to the facings. The test may be conducted
 on core materials bonded directly to the loading plates or the sandwich
 facings bonded to the plates. Permissible core material forms include 
those with continuous bonding surfaces (such as balsa wood and foams) as
 well as those with discontinuous bonding surfaces (such as honeycomb).

  1.2 The
 values stated in either SI units or inch-pound units are to be regarded
 separately as standard. The values stated in each system may not be 
exact equivalents; therefore, each system shall be used independently of
 the other. Combining values from the two systems may result in 
non-conformance with the standard.
  1.2.1 Within the text the inch-pound units are shown in brackets.


  1.3 This
 standard does not purport to address all of the safety concerns, if 
any, associated with its use. It is the responsibility of the user of 
this standard to establish appropriate safety, health, and environmental
 practices and determine the applicability of regulatory limitations 
prior to use.

  1.4 This
 international standard was developed in accordance with internationally
 recognized principles on standardization established in the Decision on
 Principles for the Development of International Standards, Guides and 
Recommendations issued by the World Trade Organization Technical 
Barriers to Trade (TBT) Committee.


      

    

      
				[bookmark: product] 
        
Product Details

        	Published:
	 11/01/2018
	Number of Pages:
	8
	File Size:
	
 						1
      			file
      			, 240 KB
					
	Redline File Size:
	
							2
							files
							, 590 KB
						


      


                                  

        

		
			
            
               

            
            
          

		

      

            Related Products

      
                                                
          
            [image: ASTM F1271-90(2001)]

            
              ASTM F1271-90(2001)

              Standard Specification for Spill Valves for Use in Marine Tank Liquid Overpressure Protections Appli..

                            
                                $23.00 $46.80
                              

                          

            
              Add to Cart 
              
            

          

        

                                                        
          
            [image: ASTM F2115-02b]

            
              ASTM F2115-02b

              Standard Specification for Motorized Treadmills..

                            
                                $26.00 $52.80
                              

                          

            
              Add to Cart 
              
            

          

        

                                                        
          
            [image: ASTM E1546-00e1]

            
              ASTM E1546-00e1

              Standard Guide for Development of Fire-Hazard-Assessment Standards..

                            
                                $30.00 $60.00
                              

                          

            
              Add to Cart 
              
            

          

        

                                                        
          
            [image: ASTM D4619-96]

            
              ASTM D4619-96

              Standard Practice for Inspection of Linings in Operating Flue Gas Desulfurization Systems..

                            
                                $23.00 $46.80
                              

                          

            
              Add to Cart 
              
            

          

        

                

                              

                  

    








  
    
            
        Information

        	Private Policy
	Download & Delivery
	About us
	Terms & Conditions


      

            
        Customer Service

        	Contact Us
	Site Map


      

      
        Extras

        	Publishers
	Specials


      

      
        My Account

        	My Account
	Order History
	Wish List
	My Downloads


      

    

    

    CopyRight © 2024 PDF Online Sales

  




