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          	Description


          
            This standard describes a method for preparing the specimen used to determine the total carbon content of powder metallurgy materials.  This method is NOT applicable to cemented carbides. Types of carbon possibly present in PM materials are also described. This is an excerpt from Standard Test Methods for Metal Powders and Powder Metallurgy Products, 2016 Edition, with ISBN(s): 9781943694037.Product Details
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