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          	Description


          
            Reinstated and revised as a classical method, 2003.  Reaffirmed, 2013

This test is used to evaluate the bending quality of both coated and uncoated paperboard from 0.4 to 1.0 mm (0.016 to 0.040 in.) in thickness made on fourdrinier or multi-ply cylinder machines.Product Details
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