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          	Description


          
            This Standard applies to woven-jacketed, lined, cotton-synthetic percolating forestry hose which contain non-synthetic fibres of the size commercially known as 38 mm having a minimum service test pressure of 2070 kPa, suitable for use in forest fire supression.Product Details
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	2
	Published:
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